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Stage Standard Voting VA UAP Actions
ISO/FDIS 14341 Wires - CMn ISO 14341-02 2010-01-25 ISO 14341-10 published 02
ISO/FDIS 14344 Procurement ISO 14344-02 EN ISO 14344-05 2010-01-27 ISO ISO 14344-10 / EN ISO 14344-10 published 02/03
ISO/FDIS 3580 MMA - Creep ISO  3580-04 2010-02-10 ISO 3580-10 published 03
ISO/FDIS 24034 Wires - Ti ISO 24034-05 EN ISO 24034-05 2010-09-01 ISO ISO 24034-10 / EN ISO 24034-10 published 09/10
ISO/FDIS 14171 SAW - CMn ISO 14171-02 EN 756-04 2010-09-08 ISO ISO 14171-10 / EN ISO 14171-10 published 09/10
ISO/FDIS 17633 CW - SS ISO 17633-04 EN ISO 17633-06 2010-09-29 ISO ISO 17633-10 / EN ISO 17633-10 published 10/11
ISO/FDIS 18274 Wires - Ni ISO 18274-04 EN ISO 18274-04 2010-11-17 ISO ISO 18274-10 / EN ISO 18274-10 published 12
FprEN ISO 14341 Wires - CMn EN ISO 14341-08 ?? UAP EN ISO 14341-11 published 01
ISO 3581/Amd 1 2010-11-26 ISO 3581-03/Amd 1-11 published 01
FprEN ISO 3581 EN 1600-97 2011-12-07 UAP
FprEN ISO 3580 MMA - Creep EN ISO 3580-08 2010-11-08 UAP EN ISO 3580-11 published 02
ISO/FDIS 544 Tech Delivery Cond ISO 544-03 EN ISO 544-03 2011-02-09 ISO ISO 544-11 / EN ISO 544-11 published 03
ISO/FDIS 12153 2011-02-21 ISO 12153-11 published 04
FprEN ISO 12153 To be UAP
ISO/FDIS 18275 ISO 18275-05 2011-03-17 ISO 18275-11 published 04
FprEN ISO 18275 EN 757-97 To be UAP
ISO/FDIS 15792-3 Test Methods ISO 15792-3-00 EN ISO 15792-3-08 2011-03-13 ISO ISO 15792-3-11 / EN ISO 15792-3-11 published 05
ISO/FDIS 14372 Moisture Resistance MMA ISO 14372-00 EN ISO 14372-02 2011-09-01 ISO ISO 14372-11 / EN ISO 14372-11 published 06/07
ISO/FDIS 26304 SAW - HS ISO 26304-08 + Corr-09 2011-05/06-10 ISO ISO 26304-11 / EN ISO 26304-11 publlished 07/08

ISO 15792-1-00/Amd1-11 published 09
EN ISO 15792-1-08 / A1-11 published 10

FDIS ISO/FDIS 3690 Hydrogen ISO 3690-00 EN ISO 3690-01 To be ISO FDIS to be IIW
ISO/FDIS 14174 Fluxes ISO 14174-04 EN 760-96 To be ISO FDIS to be 8.1.1 7.1
ISO/DIS 16834 Wires-HS ISO 16834-8 EN ISO 16834-09 To be ISO FDIS to be 8.1.3 7.3
ISO/DIS 21952 Wires-Creep ISO 21952-07 EN ISO 21952-07 To be ISO FDIS to be 8.1.4 7.4
ISO/DIS 24598 SAW-Creep ISO 24598-07 EN ISO 24598-07 To be ISO FDIS to be 8.1.5 7.5

SR ISO 2401-72 MMA - Efficiency… 2011-03-15 Confirmed IIW 8.1
ISO 8249-00 Determination of FN Number 2011-03-15 ISO IIW
ISO 6847-00 Deposition of Weld Pad 2011-03-15 IIW
EN 12074-00 Quality requirements 2010-03-31 Confirmed
EN 12536-00 Gas Welding-CMn/Creep 2010-03-31 Confirmed
EN 14700-05 Hardfacing 2010-03-31 Confirmed provisionally (CEN 2011) 9
EN 13479-04 General Product Standard 2009-03-31 Info from nucleus group 11

SR-planned ISO 18273-04 Wires-Al CEN Start 2012-07-15
ISO 636-04 TIG-CMn *) Start 2013-01-15
ISO 14175-08 Shielding gases ISO Start 2013-01-15
ISO 24373-08 Wires-Cu *) Start 2013-01-15
ISO 3581-03 MMA-SS *) Start 2013-04-15
ISO-1071-03 MMA-Cast iron CEN Start 2013-10-15
ISO 6848-04 W-electrodes ISO Start 2013-10-15
ISO 14172-08 MMA-Ni ISO Start 2013-10-15
ISO 17632-04 CW-CMn *) Start 2013-10-15
ISO 17634-04 CW-Creep *) Start 2013-10-15
ISO 18276-05 CW-HS *) Start 2014-01-15
ISO 2560-09 MMA-CMn ISO Start 2014-01-15
ISO 14343-09 Wires-SS ISO Start 2014-01-15

*) Adopted by CEN
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